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ZHENJIANG CHIMEI CHEMICAL CO.,LTD .
No.18 Han Feng Road,Dagang Zhenjiang New Area,Jiangsu,china
.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : ABS pellet .

SGS Job No. : SHAT1604010976NM - SH .

Product Specification : . PA-1730.

Manufacturer : . ZHENJIANG CHIMEI CHEMICAL CO.,LTD .

Client Ref. Information : . Order no:SP16-014279 .

Date of Sample Received : . 28 Apr 2016.

Testing Period : . 28 Apr 2016 - 07 May 2016 .

Test Requested : . Selected test(s) as requested by client. .
Test Method : .

Test Results : . Please refer to next page(s). .

Please refer to next page(s). .

Marry Ma.
..Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..



盈飞实业 专注奇美三十年
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Test Results : .

Test Part Description : .

Specimen No.. Description.SGS Sample ID.
SN1. SHA16-087483.001 White pellet.

Remarks :
                 (1) 1 mg/kg = 0.0001%
                 (2) MDL = Method Detection Limit
                 (3) ND = Not Detected ( < MDL )
                 (4) "-" = Not Regulated

Total Carbon Emission.

Test Method : . With reference to VDA277. Analysis was performed by HS-GC-FID. .

MDLTest Item(s). Unit. 001.
Total Carbon Emission . µg C/g. 10 43

Notes :.
(1) μg C/g = microgram Carbon per gram .
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Sample photo:.

SHAAUTO1608748301

SHA16-087483.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .




